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Appendix A2. RRM Standard Proctor Test Results Summary 
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Appendix A2. RRM Lift Approval Summaries (continued) 
 

 
 

 

CAES compaction screen example from October 2016. There are compaction screens for each lift approved 

on record. The number of passing pixels reported refers to the percentage of the lift which has green pixels. 

A green pixel verifies that the minimum of six wheel passes with the compactor has been recorded.  
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Appendix A2. RRM Lift Approval Summaries (continued) 
 

 

 
 

 

 
  

CAES compaction screen example from November 2016. There are compaction screens for each lift 

approved on record. The number of passing pixels reported refers to the percentage of the lift which has 

green pixels. A green pixel verifies that the minimum of six wheel passes with the compactor has been 

recorded.  
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Appendix A2. RRM Lift Approval Summaries (continued) 
 

 
 

 
  

CAES compaction screen example from December 2016. There are compaction screens for each lift approved 

on record. The number of passing pixels reported refers to the percentage of the lift which has green pixels. 

A green pixel verifies that the minimum of six wheel passes with the compactor has been recorded.  
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Appendix A2. RRM Lift Approval Summaries (continued) 
 

 
 

 
  

CAES compaction screen example from January 2017. There are compaction screens for each lift approved 

on record. The number of passing pixels reported refers to the percentage of the lift which has green pixels. 

A green pixel verifies that the minimum of six wheel passes with the compactor has been recorded.  
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Appendix A2. RRM Lift Approval Summaries (continued) 
 

 
 

 
  

CAES compaction screen example from February 2017. There are compaction screens for each lift approved 

on record. The number of passing pixels reported refers to the percentage of the lift which has green pixels. 

A green pixel verifies that the minimum of six wheel passes with the compactor has been recorded.  


































































































	Appendix A. Construction Verification Data 
	Appendix A2. RRM
	Appendix A8. Spoils Embankment


